carlfdscroup

o =
product name AW ATk Q(roll) 13 Backing
7= B A FR PE FOAM TAPE E#
Picture Test conditions T=23C+2C, Adhesive
BH AL RH=50%25% Bk
Refi
project Unit Test basis Test Mehtod s:;?;ze test value
il Sl ar S .
A E: S A R Lioall ks SR P E
Total Thickness Thickness Gauge
- +
BEE mm GB/T 7125-2014 B +0.05 1
Initial Tack Rolling ball with angel 30°
# GB/T 4852-2002 A
Tk / 30°f2 BEIRZNRR / 17
H°"%:';£’;‘;W€' H GB/T 4851-2014 2.5¢m*2.5¢cm*1KG / /
Test speed: 300mm/min
180°Peel Adhesion Sample width:25mm
18005/ 7 N/25mm GB/T 2792-2014 A5 F:300mm/min / 7.10
5% :25mm
Test speed: 100mm/min
Tensile Strength Sample width:25mm
Ry e N/25mm GB/T 30776-2014 Wﬁﬁg:lOOmm/min / 14
FE M 5 B :25mm
Test speed: 100mm/min
Elongation o Sample width:25mm
s % GB/T 30776-2014 W TE BE:100mm/min / 85

% 25mm




